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Damping Test - Vibration absorber stage 1 - Pads 0.25"x0.25"xThickness

 

 

Thickness - 0.125" RX
Thickness - 0.125 X
Thickness - 0.0625 RX
Thickness - 0.0625 X
Thickness - 0.25 RX
Thickness - 0.25 X


